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Geochemical 

Lab Report

■>

Bondar-Clegg, Inc.

12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-0856 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by; j, barron
project: gilt edge date printed: 22-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 14 0.002 OPT Fire Assss

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 14 2 -150 14 Asssy Pre? 14

NOTES; •= indicates SEE REMARKS:

remarks: final results are REPOREB.
(RESULT NOW REPORTED FOR SAMPLE 60-65.)

= ERRATIC RESULTS NOTED ON ONE SAMPLE.

REPORT COPIES TO! MR. JIM BARRON INVOICE T05 MR, JIM BARRON
MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-0856 ( COMPLETE ) 

CLIENT: BROHM MINING CORP, 
PROJECT: GILT EDGE 

.ac 
BONDAR·CLEGG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 22-SEP-88 

ORDER ELEliENT 

Gold 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 14 0,002 OPT Fi re Assa!:! 

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATI ONS NUMBER 
------------------------------ ------------------------------ ---------------------------
D DRILL CORE 14 2 -150 14 Assa':! Pre? 14 

N, :I •~ = 1 nn r-.-, 1.n.. "'.... h"• .. 

REMARKS: FINAL RESULTS ARE REPORED, 
<RESULT NOW REPORTED FOR SAMPLE 60-65,) 

: l-l'tn1.1,( II h"""""•" (!;: Nfllt-lf UN 11r.1P • 

REPORT COPIES TO: HR, JIM BARRON INVOICE TO: HR, JIM BARRON 
MR, JIM BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

REPORT: 098-0856 project: gilt edge page i

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R88-421-0-5 0,008
D2 R88-421-5-10 0,010
D2 R88-421-10-15 0,012
D2 R88-421-15-20 0,011
D2 R88-421-20-25 0,004

D2 R88-421-25-30 0.012
D2 R88-421-30-35 0,009
D2 R88-420-35-40 0,010
D2 R88-420-40-45 0,010
D2 R88-421-45-50 0.012

D2 R88-421-50-55 0.008
D2 R88-421-55-60 0,008
D2 R88-421-60-65 0,026=
D2 R88-421-65-70 0.012

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

. 

REPORT! 098-0856 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-421-0-5 
D2 R88-421 -5-10 
D2 R88-421-10-15 
D2 R88-421-15-20 
D2 R88-421 -20-25 

D2 R88-421-25-30 
D2 R88-421-30-35 
D2 R88-420-35-40 
D2 RBB-420-40-45 
D2 R88-421-45-50 

D2 R88-421 -50-55 
D2 R88-421-55-60 
D2 R88-421-60-65 
D2 R88-421-65-70 

... 

Au 
OPT 

0,008 
0,010 
0,012 
0,011 
0,004 

0, 012 
0,009 
0,010 
0,010 
0,012 

0,008 
0,008 
0,026= 
0, 012 

BC 
BONDAR-CLEGG 

I PROJECT! GI LT EDGE 

Geochemical 
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12980 West Cedar Dr. 
I Lakewood, Colorado

U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

m

BROHM MINING CORF'. 
MR. JIM BARRON 
P .O. BOX A 85 
READW0GD « 3D
57732

Invoice* !

Date

Report Mul 
Project ! 
Reference!

1280?!. Pesfe 1

26-SFF-38

093-081.6 
GILT EDGE 
NOME LISTED

vv* i A Ansi yses of Go Id 
Subtots 1

Semr-le F reps ration
1 1 9-iu\pies of Assay Prep 

Subt ot si

Miscellaneous Charges
4% S.D, STATE SALES TAX 
2% BEARWOOD CITY SALES TAX 

Subtotal

st t 6.50 *
I

at * 3.00 §
f

91.00 
9 ! . 00

4 2.00
42.00

t . 1 2 
0.56 
1.68

* 9.1,00

* 42.00

Invoice Total!

§ 1.68

f 134.68 U.S

K-t -H%\ ( < - "7 c ^

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bondar-Clegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT! 098-0862 < COMPLETE ) REFERENCE INFOt NONE LISTED

client: brohm mining corp. SUBMITTED BY: J. BARRON
project: gilt edge DATE PRINTED! 8-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 4 0.002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 4 2 -150 4 Asssy Prep 4
Excessive Wetness 111

remarks: final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO! MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-0862 (COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT: GILT EDGE 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

4 

REHARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: HR, JIH BARRON 
MR , JIH BARRON 

.ac 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

4 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

4 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 8-SEP-88 

METHOD 

Fi re Assa!:/ 

SAMPLE PREPARATIONS NUHBER 

Assa!:/ Prep 
Excessive Wetness 

4 
111 

INVOICE TO: MR, JIN BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-0862 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

Au 
OPT 

D2 RSS-421-70-75 0,009 
D2 RSS-421-75-80 0,012 
D2 RSS-421-80-85 0,011 
D2 RSS-421-85-90 0,013 

-BC 
BONDAR-CLEGG 

I PROJECT! GILT EDGE 

Geochemical 
Lab Report 

PAGE 1 



BONDAR- CLEGG
*

BROHh MIMING CORF',
HR» JIM BARRON 
F'. 0 * BOX -185
OEADWQGOt SB Report NcJ 098-0862
57732 Project l GILT EDGE

Reference: NOME LISTED

Invoice * 12701? Paste 1

Date : 13-SEP-88

Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404

t.Uv 1 <cm

Analyses of Gold 
V ' Subtotal

Sample F'rer-sration
1 Samples of Assay Prep 

HI Samples of Erseetsive Wetness 
Subtotal

at t 6.50 t 26.00
» 26.00 t 26.00

3t * 3,00 * 12,00
at t 0.15 t 16.65

i 28,65 * 28.65

Miscellaneous Charges
XX S.D, STATE SALES TAX 
2% PEAPW00P CITY SALES TAX 

Subtotal

t 0.?9
t 0.4°
t 1.48 I 1.-1S

Invoice Tots!{.' t 56.13 U.S-

V *' i

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Boodar-Clegg, Inc. 

12980West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 \ 
Phone: (303) 989-140-1 
Telex: 45-<!93 
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J. BARRON 19/08/88" TI Ti' E - *2 TH~ 0 9-88 09:32:42 098-0856 
"CLIENT BRQHM MINING CORP.
"PROJECT GILT EDGE #SAMPLES: 14 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 14 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE
" 41 P17— 14 Assay Prep
"REMARKS"
" 50 FINAL RESULTS ARE REPORED.
" 51 (RESULT NOW REPORTED FOR SAMPLE 60-65.)
" 52 = ERRATIC RESULTS NOTED ON ONE SAMPLE.
H * * * * It

FORMAT (A 8 9IX „ A 1 , A 1,1 X , A 2 0 , 1(IX,A7 , Al) ) "
BEGIN " "Type" " Frac" 11 Sample ID" " Au
08560001" "D" 11 2 11 " R 8 8 — 421- 0 — 5 0.008
08560002" "D" " 2 11 " R 8 8 — 421- 5 — 10 0.010
08560003" "D" "2" "R88- 4 21- 1 0 -15 0.012
08560004" " D " "2" "R88- 421- 15 -20 0.011
08560005" "D" " 2 11 "R88- 421- 20-25 0.004
08560006" "D" "2" "R88- 421- 25 -30 0.012
08560007" "D" "2" " R 88- 421- 30 -35 0.009
08560010" "D" "2" " R88- 420- 35 -40 0.010
08560011" " D " "2" "R88- 420- 40 -45 0.010
08560012" " D 11 "2" "R88- 421- 45 -50 0.012
08560013" "D" II -p II "R88- 421- 50 -55 0.008
08560014" "D" "2" "R88- 421- 55 -60 0.008
08560015" " D 11 "2" " R88- 421- 60 -65 0.026
08560016"
END"

"D" m 2 H " R 8 8- 421- 65 -70 0.012

TI T t E - ~21- 0 9 - 8 8 0 9 : 3 2 : 4 2 0 9 8 - 0 8 5 6 
CLIENT BROHM MINING CORP. 

J. BARRON 19/08/88" 
II 

PROJECT GILT EDGE #SAMPLES: 14 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

' Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 

01 Au FA OPT 14 0.002 99.999 
SAMPLE PREPS" 

40 SAMPLE TYPE=D DRILL CORE 
41 P17= 14 Assay Prep 

REMARKS" 
50 FINAL RESULTS ARE REPORED. 
51 (RESULT NOW REPORTED FOR SAMPLE 60-65.) 
52 = ERRATIC RESULTS NOTED ON ONE SAMPLE. 

**** II 
FORMAT (A8.1X,Al,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Fr ac" "Sample ID II II 

08560001 D 2 R88-421-0-5 
08560002 D 2 R88-421-5-10 
08560003 D 2 R88-421-10-15 

11 08560004 D 2 R88-421-15-20 
11 08560005 D 2 R88-421-20-25 
11 08560006 D 2 R88-421-25-30 
"08560007 D 2 R88-421-30-35 
11 08560010 'D 2' R88-420-35-40 
II 0 8 5 600111I D 2 R88-420-40-45 

08560012 11 D 2 R88-421-45-50 
08560013 11 D 2 R88-421-50-55 
08560014" D II 2 R88-421-55-60 
08560015" D II 2 R88-421-60-65 
08560016 11 D II 2 R88-421-65-70 
END II 

+uplimt" 
-lolmt (ie not detected)" 

COMMENTS" 
Results Reported II 

II 

II 

II 

11 

II 

Au" 
0.008 
0.010 
0.012 
0.011 
0.004 
0.012 
0.009 
0.010 
0.010 
0.012 
0.008 
0.008 
0. 026-
0.012 

II 



J. BARRON 23/08/88TITkE,^§-09-88 14:59:29 098-0862 
CLIENT BROHM MINING CORP.
PROJECT GILT EDGE #SAMPLES: 4 REFERENCE: NONE LISTED
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are shown as 
Values below the lower limit are shown as
DETERMINATIONS"

ELNAME METHO 
01 Au FA

SAMPLE PREPS"
40 SAMPLE TY P E = D
41 P17- 4
42 P64 — 111 

REMARKS"
50 FINAL RESULTS

* A * JI

UNI # S A M LOLMT UPLIMT 
OPT 4 0.002 99.999

DRILL CORE 
Assay Prep 
Excessive Wetness

REPORTED.

+uplimt"
-lolrnt (ie not

COMMENTS"
Results Reported

H

detected)"

ll

FORMAT (A8s1X,A1,A1o1X,A2091(1X,A7,A1))"
BEGIN " "Type" "Frac" "Sample ID" " Au"
08620001" "D" "2" "R88—421-70—75 " 0.009
08620002" "D" "2" "R88-421-75-80 " 0.012
08620003" "D" "2" "R88—421—80-85 " 0.011
08620006" "D" "2" "R88-421-85-90 " 0.013
END"

"TI:rtE ;,~,fi-09-88 14: 59: 29 098-0862 
CLIENT BROHM MINING CORP. 

J. BARRON 23/08/88" 
II 

PROJECT GILT EDGE #SAMPLES: 4 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 

01 Au FA OPT 4 0.002 99.999 
SAMPLE PREPS" 

40 SAMPLE TYPE=D 
41 P17= 4 
42 P64= 111 

I REMARKS" 
50 FINAL RESULTS 

**** II 
ARE 

DRILL CORE 
Assay Prep 
Excessive Wetness 

REPORTED. 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " "Type" "Frac" "Sample ID" 
08620001" "D" "2" "R88-421-70-75 
08620002" "0" "2" "R88-421-75-80 
08620003" "D" "2" "R88-421-80-85 
08620006" "0" "2" "R88-421-85-90 
END II 

II 

II 

II 

II 

II 

+uplimt" 
-lolrnt (ie not detected)" 

COMMENTS" 
Results Reported II 

II 

II 

II 

II 

Au" 
0.009 
0.012 
0.011 
0.013 


